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Vendor: KEPLE   
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Requester Company: KEPLE  
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Image Name: Ceramic Largest Grain_ORIGINAL.jpg 

  

Scale Factor: N/A 

Units: px 

iiiii All Grains 

iiiii Largest Grain 

Measurements 

Measurement All Grains Largest Grain 

Mean Caliper Diameter (px) 119.4756 531.5045 

Mean Intercept - Objects (Random) (px) 78.7459 213.9686 

Mean Inverse Intercept - Objects (Random) (1/px) 0.0282 0.0154 

ASTM Grain Size Number (Random Lines)   

 

Report Info 

MIPAR Version: 4.5.0 

Recipe Name: N/A 

Modified last: N/A 

Comments: 
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